
Assay No.
Bundle from
Bundle to
Total weight
Prod. release date
Lead

Min Max
Arsenic % (4d)         0.0000         0.0010
Silver % (4d)         0.0000         0.0010
Zinc % (4d)         0.0000         0.0005
Tin % (4d)         0.0000         0.0010
Antimony % (4d)         0.0000         0.0010
Nickel % (4d)         0.0000         0.0010
Iron % (4d)         0.0000         0.0020
Copper % (4d)         0.0000         0.0030
Cadmium  % (4d)         0.0000         0.0010
Bismuth % (3d)          0.000          0.030
Total Impurities (2d)           0.00           0.03

  107104018373
       4477841
       4477849
         9.523
    07.08.2018
         99.98

         0.0002
         0.0002
         0.0002
         0.0002
         0.0001
<         0.0001
         0.0001
<         0.0001
<         0.0001
          0.018
           0.02

  107104018374
       4477850
       4477888
        41.172
    07.08.2018
         99.98

         0.0001
         0.0002
<         0.0001
         0.0002
         0.0001
<         0.0001
         0.0001
         0.0001
<         0.0001
          0.018
           0.02

                                                            
                                                            
                                                            
                                                            

Certificate of Analysis "3.1" conform EN 10204
Date : 15.08.2018
Delivery note number : 8852948/30686748
Order number :
Customer :
Vessel/Voyage : CONTI PARIS /V8126
Net weight : 50.647 TO
Product Code : 1071
Product Description : NYRSTAR BHAS AUSTRALIA 9997

Produced under ISO 9001
according to BS EN12659:1999 PB970R
25 kg slabs strapped in bundles of 950 kgs

G.I. Date :
Seal number :
Container number :

LME DELIVERABLE QUALITY

Lead    by difference using named impurities.
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